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Pls avoid soaking for a long time,and dry it right after washing. To avoid staining, pls wash
separately. The fabric has the characteristics that it will happen colour fading due to
water, perspiration. rubbing, pls pay attention.

Article No./ b & /555 TT-236 Composition/i& /iy C100%
Cuttable With/& %))li& 145cm Weight/ Bt/ W 285g/sqm
Density&Yarn Count
% & T HERY 16*12 108*56 3/1 Organization/AH4% twill
HS CODE/if R gmhy 5209320000
Test Result/: B4k 5
Test Iteams/z 54 1E H Classification/[X 43 1 00(2 09]|4 68 [6 887 99 10
Light/fii )t JIS L 0842 3 4 3-4 [rorethandf 4 4
color change/Z& (%, 4 4-5 4-5 4-5 4-5
PN 4-5 4-5 4 4-5 4
Washing/g /i | JIS L0844 A-2 ‘ cotton/if
o/t staining/i5 3415 nylon/+ 1 & > 1Bk 4-5 4-5 4-5 4-5 4
liquid/ifi i 4 4 2 2 4
brv Cleani color change/Z5 4-5 4-5 4-5 4-5 4-5
Rigalels JIS L 0860 A-1 Staining/ 5 A3 €2 45 | 45 | 45 | 45 | 45
KA T8 —
liquid/ i 4 4 4-5 4-5 4-5 4
color change/Z5 % 4-5 4-5 4-5 4-5 4-5
Afid staining/ 5 4L/ 5 cotton/#f 4-5 4-5 3 3 4-5
Perspiration/if [l J1S L 0848 nylon/# £ & > I/EjE 451 45 | 8 | 3 | 4
p i color change/Zs & 4-5 4-5 4-5 4-5 4-5
7oA cotton/H# 4-5 4-5 3 3 4-5
it t REEINEREN
' A Py 45 | 45 | 4 | 45 | a
Dry/ e FEVE T EE & 4-5 4-5 4 4 4
Rubbing/ B # JIS L 0849 TYPE2 W et/ )5 152 3-4 3 2 2 3
color change/Z5 &
Water/7K i " cotton/H#
staining
JIS L 0844 A-2 nylon/+ A o >R 1%
Perspiration & Light acid/E % 4
lNEEIS IS L 0888 B acid & alkal alkali/ 7 )L 73 V) Ik 4
tumble _
(K> 5— /it warp/ % 7 /4 [ -4.3 -3.5
Demensional Change ) weft/3 3 /4 -3.2 05
(%) JIS L 1096 H-2 warp/ % 7 /4 0.8
) N (7'v A I57) weft/ 3 0 /4@ -1.3
AR ISR _
JIS L 1096 J-1 warp/% 7 /4
(X7 5—/Ht
¥7 7T weft/ 3 31 /46
- 2
TeirlJ Streng?t (N) 31S L1096 D METHOD warp/ % 7 /4 [A 19.3 | 18.3
ZE s
weft/ I 2 /4@ 18.4 16.8
Strenght(mm) JIS L 1096 B warp/ %2 7 /41 06
4% B I B LOADING ON 117.7N weft/ 3 /4 0.7
Fiber Composition
VIR Ay JIS L 1030 C100
Care Instruction/$E¥EN: B TH/PRIB B H M.
MACHINE WASH COLD/AiGiz/K ¥k v /KK HE
TUMBLE DRY LOW/fiKiR 2 J5 /(R T
DRY CLEAN/ K54 2 ) —=> 70 /T8
COOL TRON/&i# 7 1 v > /RIEEZ
NO BLEACH/{ZE HANw]
REFACHT TH LR Wil $MEL 20T, BT TEPCFLTIES 0, BRLPTLOTHOYL




